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The method of manufacturing of a solar cell comprises the 
steps of : providing a semiconductor substrate ( 100 ) com 
prising an electrically conductive region ( 11 ) extending at a 
first side thereof ; and providing a tunnelling oxide ( 13 ) by 
thermal oxidation followed by a boron doped polysilicon 
LPCVD deposited layer on the second side of the semicon 
ductor substrate . Herein , the provision of the doped poly 
silicon layer ( 20 ) comprises depositing a multilayer stack of 
first sublayers ( 21 , 22 , 23 ) of silicon and second sublayers 
( 31 , 32 ) of boron dopant in alternation , and subsequent 
annealing . Thereafter the solar cell is finalized with passi 
vation layers on at least the first side and suitable metalli 
zation layers on the emitter and base regions . 
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METHOD OF MANUFACTURING OF A 
SOLAR CELL AND SOLAR CELL THUS 

OBTAINED 

FIELD OF THE INVENTION 
[ 0001 ] The invention relates to a method of manufacturing 
a solar cell comprising the steps of : 

[ 0002 ] Providing a semiconductor substrate with a first 
and a second side , which first side is intended as main 
side for receiving light ; 

[ 0003 ] depositing a tunnel dielectric on at least the 
second side of the semiconductor substrate ; 

[ 0004 ] depositing by means of Low Pressure Chemical 
Vapor Deposition a layer of doped silicon onto the 
second side of the substrate , separated from substrate 
by the tunnel dielectric ; 

[ 0005 ] annealing the layer of doped silicon 
[ 0006 ] further processing of the substrate into a solar 

cell , i . e . provided with a back end ; 
0007 ] The invention also relates to a solar cell device thus 
obtained . 
[ 0008 ] The invention further relates to a low pressure 
chemical vapour deposition ( LPCVD ) apparatus . 

during 1 hour . As a result hereof , the dopant diffuses into the 
polysilicon , which results in a sufficiently high conductivity . 
After this anneal , the polysilicon is contacted with the 
metallization . A suitable metallization scheme needs to be 
incorporated as known per se to the person skilled in the art . 
In this type of solar cells , where the metallization is indi 
rectly connected to the substrate , by means of a tunnel 
dielectric , the contacts are " passivated ' , meaning that much 
less of the cell current can recombine at the contacts . These 
contacts are therefore also referred to as “ passivated con 
tacts ' . The term “ passivated contact will also be used in 
cases , where the substrate does not contain an electrically 
conductive region of the same polarity as the boron doped 
polysilicon . In such a case , the boron doped polysilicon 
functions as emitter ( or back surface field ) , forming a 
pn - junction with the substrate . 
[ 0011 ] . Unfortunately , the boron dopant has the tendency 
to segregate from the silicon , towards grain boundaries , and 
therewith to get liberated from the crystal lattice , and to 
diffuse further . This leads to poor passivation of the tunnel 
oxide . This is shown , for instance in FIG . 5 of US2014 / 
166089A1 . The constant boron concentration ( 1019 atoms / 
cc ) along the depth indicates this . As a consequence , the 
surface recombination will again be an issue as before , and 
optionally even more substantial , due to the relatively high 
concentration of dopant in the polysilicon contact . 
[ 0012 ] US2014 / 166089A1 proposes therefore the use of a 
silicon oxynitride as a tunnel dielectric , wherein the silicon 
oxynitride layer has a non - homogeneous distribution of 
nitrogen . The non - homogenous distribution means particu 
larly that the nitrogen concentration at the side of the 
( polysilicon ) emitter contact is at the highest , so as to 
constitute a barrier against the migration of the liberated 
boron atoms . In FIG . 5 , US2014 / 166089 shows the result 
thereof . There is indeed a clear distinction between the 
boron concentration in the polysilicon film and in the 
underlying layers . However , the boron concentration 
reduces gradually from the top concentration of nearly 1020 
atoms / cc in the polysilicon layer to the background concen 
tration in the silicon substrate at 1016 atoms / cc , which is the 
measurement threshold . The gradual reduction occurs in a 
surface zone of more than 0 . 1 micrometer ( 100 nm , i . e . 
30 - 80 times the thickness of the tunnel dielectric ) . At a depth 
of 50 nm below the polysilicon / tunnel dielectric interface , 
the boron concentration is still as high as approximately 
5 . 1018 atoms / cc . It thus appears that the nitride barrier slows 
down boron migration through the tunnel dielectric , but does 
not entirely stop it . It is therefore desired to provide an 
improved manufacturing process . 

BACKGROUND OF THE INVENTION 
[ 0009 ] The efficiency and lifetime of solar cells is reduced 
by the recombination of charge carriers . Such recombination 
particularly occurs at the surface , where the crystal lattice of 
the semiconductor substrate is disrupted . In order to limit 
surface recombination of charge carriers , it has been pro 
posed to shield the contacts to the substrate from the 
underlying region defined in the substrate by means of a 
tunnel dielectric , such as a tunnel oxide . A tunnel oxide is a 
layer of oxide so thin that the probability of electron direct 
tunnelling across it is very high ; typically the thickness of a 
tunnel oxide is less than about 3 . 0 nm . The contact surface 
of the contact to a tunnel dielectric is suitably a semicon 
ductor material . The most common example is polysilicon , 
which can be deposited in a chemical vapour deposition 
apparatus . The polysilicon may be annealed after deposition 
to enhance its crystallinity and / or the sizes of its crystalline 
domains . In the late 1980s such structure was invented to 
make polysilicon emitters for bipolar devices in CMOS 
technology with phosphorus doped polysilicon , where the 
introduction of a thin dielectric layer , a tunnel dielectric , 
served as a very effective charge separation for electrons and 
holes , thus significantly improving current gain of these 
transistors . For solar cell devices , a similar structure has 
been proposed in the 1990s . In U . S . Pat . No . 5 , 057 , 439 it is 
proposed to use polysilicon emitters in solar cells . 
10010 ] Intrinsic polysilicon however is not a good con - 
ductor . Therefore , a dopant is usually added . When the 
polysilicon has a large surface area , it may contain domains 
of different conductivity , such as for instance suggested in 
U . S . Pat . No . 7 , 468 , 485 . The n - type dopant is typically 
phosphorous and the p - type dopant is typically boron , even 
though other dopants are not excluded . Various methods of 
doping a material are known . The most common process for 
doping polysilicon is by means of diffusion . Herein , un 
doped , intrinsic polysilicon is deposited . Thereafter a dopant 
is deposited in a manner to result in a silicate glass , typically 
borosilicate glass ( BSG ) or phosphosilicate glass ( PSG ) . 
Subsequently , an anneal is done for instance at 950° C . 

SUMMARY OF THE INVENTION 
( 0013 ] It is therefore an object of the present invention to 
provide an improved manufacturing process for solar cells 
of the type mentioned in the opening paragraph , particularly 
the type of solar cells that have boron doped passivated 
contacts . 
[ 0014 ] It is also an object of the present invention to 
provide a resulting solar cell . 
[ 0015 ] It is a further object of the present invention to 
provide an improved chemical vapour deposition apparatus , 
with which the process according to the invention can be 
carried out . 
[ 0016 ] . According to a first aspect of the invention , the 
object is achieved in a method of manufacturing a solar cell , 
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comprising the steps of : ( 1 ) providing a semiconductor 
substrate with a first and a second side , which first side is 
intended as main side for receiving light ; ( 2 ) providing a 
tunnel dielectric on at least one side of the substrate ; ( 3 ) 
providing a doped polysilicon layer onto the substrate , and 
( 4 ) further processing of the substrate into a solar cell . 
Herein , the provision of the doped polysilicon layer com 
prises depositing a multilayer stack of first sub - layers and 
second dopant sub - layers by means of Low Pressure Chemi 
cal Vapour Deposition ( LPCVD ) , and subsequent annealing 
of the multilayer stack into the doped polysilicon layer . The 
first sub - layers contain predominantly silicon . The second 
sub - layers contain boron . 
[ 0017 ] According to a second aspect of the invention , a 
solar cell is provided that is obtainable with the method of 
the invention . This device typically comprises a doped 
polysilicon layer on the second side of the substrate , sepa 
rated from the substrate with an optional electrically con 
ductive region by a tunnel dielectric . Suitably , the doped 
polysilicon layer comprises a multilayer stack of first and 
second sub - layers in alternation , said stack defining a doping 
profile with doping peaks in the one or more second sub 
layers . 
[ 0018 ] In the present invention , the doped polysilicon 
layer is deposited as a multilayer stack of first layers and 
second layers . The first layers predominantly contain silicon 
and may be deposited in polycrystalline form , but alterna 
tively or partially in amorphous form . The first layers are 
preferably deposited substantially without doping . However , 
it is not excluded that some dopant is included in the first 
layer . This may be the same dopant ( boron ) or a different 
dopant ( gallium , but even phosphorus ) . If any dopant is 
applied , the doping level is suitably at most 1 : 1019 ( atoms / 
cm ) , whereas the average concentration in the doped poly 
silicon layer is suitably more than 5 . 101 % ( atoms / cm ) , 
preferably at least 102° ( atoms / cm " ) . The term “ predomi 
nantly contain ' is used herein to express that a further 
element could be present . However , this is in practice not 
foreseen , otherwise than some background doping . 
[ 0019 ] . The second layers are deposited as dopant layers . 
In a first embodiment , the dopant is deposited in a substan 
tially pure form , i . e . as a boron layer . The deposited boron 
layers are presumably amorphous boron layers . In a second 
embodiment , the dopant is deposited in combination with a 
carrier . The carrier is suitably silicon , but could alternatively 
be another material , such as germanium . The boron content 
is then preferably at least 25 wt % , with the intention to 
deposit a mixed layer , for instance a boron silicide . More 
preferably , the boron content is at least 50 wt % or even at 
least 80 wt % . Subsequent annealing results in mixing of the 
boron and silicon . Annealing shows the creation of a boron 
doping profile throughout the polysilicon layer , with doping 
peaks in the second layers . The exact microstructural behav 
iour is not known . Rather than that the boron diffuses into 
the silicon , it could well be that the silicon mixes into the 
boron , initially forming a boron silicide . 
[ 0020 ] In one embodiment , the anneal is carried out such 
that the resulting doping profile has a local minimum within 
a first silicon sublayer sandwiched between two adjacent 
boron sublayers defining the doping peaks , wherein the ratio 
of doping concentration in the doping peaks and the local 
minimum is at most 100 , preferably at most 10 . This 
embodiment has the advantage that the anneal temperature 
can be kept relatively low . That doping peaks remain , is a 

clear sign that the boron dopant does not just migrate to the 
interface with the tunnel dielectric . The relatively small ratio 
in doping concentration makes that the conductivity of the 
resulting polysilicon will be sufficiently high . In another 
embodiment , however , the boron concentration may become 
substantially uniform over the polysilicon layer . Still then , 
the second layer remains visible at a microscopic level , for 
instance by means of crystal lattice dimensions . 
[ 0021 ] Surprisingly , it has been found that the present 
deposition method results in a boron spreading through the 
tunnel dielectric that is significantly reduced in comparison 
to the boron spreading through an oxynitride dielectric layer , 
as known from US2014 / 166089 ( FIG . 6 ) . As a consequence , 
it is not necessary to use an oxynitride as tunnel dielectric ; 
a standard tunnel oxide can be used instead . This is particu 
larly more efficient , since the standard tunnel oxide may be 
deposited in the same reaction chamber as the multilayer 
stack . Such deposition in a single process chamber addi 
tionally reduces temperature shocks to the substrates as well 
as handling , which may lead to yield loss and reduced 
lifetime or performance of the resulting solar cells . How 
ever , it is not excluded to use an oxynitride or another tunnel 
dielectric such as a Aluminum Oxide ( A1Ox , with x varying 
on the deposition conditions , generally , x = 1 - 2 , for instance 
x = 1 . 5 ) . Such alternative tunnel dielectric , for instance but 
not exclusively aluminium oxide , is suitably deposited in an 
atomic layer deposition apparatus ( ALD ) . 
[ 0022 ] In a first embodiment , the method is carried out in 
a single reaction chamber through variation of the introduc 
tion of precursor gases into the reaction chamber . These 
precursor gases are known per se . Suitable examples are 
silane and diborane . This has the advantage that the sub 
strates do not need to be removed from the reaction chamber 
and that the operation conditions in the reaction chamber , 
particularly temperature and pressure remain constant , thus 
minimizing thermal shocks that the substrate undergoes . A 
preferred process is low - pressure chemical vapour deposi 
tion ( LPCVD ) , wherein the pressure is carried out at sub 
atmospheric pressures , for instance 30 - 100 mbar . Alterna 
tively the method is carried out at atmospheric pressure . The 
reaction temperature is suitably in the range of 500 - 750° C . 
A temperature up to 650° C . or even in the range of 520 - 600° 
C . appears particularly suitable , since both the polysilicon 
and the amorphous boron may be applied at such tempera 
tures . 
[ 0023 ] In a further embodiment , silicon precursor gas is 
introduced into the reaction chamber in first periods and 
dopant precursor gas is introduced in second periods , 
thereby forming alternating layers consisting of mainly 
silicon and layers consisting of mainly the dopant . Suitably , 
the introduction of silicon precursor gas is discontinued 
during the second periods . Optionally , the reaction chamber 
is emptied , at least substantially , from silicon precursor gas 
prior to the introduction of dopant precursor gas at the start 
of a second period . The removal of silicon precursor gas is 
most effectively achieved when operating the reaction cham 
ber at reduced pressure , i . e . in a LPCVD apparatus . One 
suitable manner of removal is further the introduction of a 
cleaning gas , such as H , or N , in a cleaning period between 
the first and the second period . However it is not deemed 
necessary to remove any remaining dopant precursor gas , 
such as diborane , at the end of the second period . 
( 0024 ] Preferably , the second periods are shorter than the 
first periods . Suitably , the second periods have a length of at 
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most 10 % of the first periods . It has been found that the 
amount of boron needed is rather limited . This is particularly 
controlled by means of the duration of the deposition 
periods . While it is in principle possible to deposit all boron 
in a single second period , it is deemed more favourable to 
apply at least two second periods , i . e . therewith obtaining a 
multilayer stack with at least two second sublayers , i . e . 
particularly containing boron . These second sublayers are in 
an important embodiment sandwiched between first sublay 
ers , so that the boron sublayer is not present at an outer 
surface of the resulting doped polysilicon layer . Alterna 
tively , the multilayer stacks end with a boron sublayer as the 
outer surface layer . This is however not preferred . The 
thickness of all the first layers does not need to be the same . 
Particularly , the bottom first layer and / or the top first layer 
may have a different thickness . 
[ 0025 ] Preferably , the first and second period are chosen 
such that a sub - stack of a first and a second sublayer has a 
thickness of at most 50 nm , at most 20 nm or even at most 
10 nm . The number of substacks is suitably in the range of 
1 - 100 , preferably 2 - 75 , more preferably 5 - 50 . A larger 
number of sub - stacks is preferred , as the overall uniformity 
of the dopant over the doped polysilicon after an anneal is 
better . 
[ 0026 ] In one embodiment , the deposition process of the 
multilayer stack , and typically the complete method , is 
carried out for a batch of semiconductor substrates . As 
known to the skilled person , such substrates are thereto 
arranged on a tool known as a boat at a suitable spacing 
between adjacent substrates . Particularly , it has been found 
that the spacing is at most 8 mm , more preferably at most 5 
mm . Such a narrow spacing has been found to improve the 
uniformity in the thickness of the resulting doped silicon 
layer over the substrate . It is believed that the arrangement 
at a small spacing leads to a more uniform distribution of the 
gaseous species and / or temperature within the reactor cham 
ber . Such uniform distribution is particularly desired for 
boron dopants such as diborane species , since these dopants 
increases the effective growth rate of silicon , thereby caus 
ing significant non - uniform layers . These non - uniform lay 
ers can cause non - homogeneous sheet resistivity distribution 
along the solar cell surface , which will make it more difficult 
to etch , and to apply metal contacts which may both 
adversely affect the cell efficiency . It is found that at decreas - 
ing distances the standard deviation of the sheet resistivity 
improves and becomes very good , whereas at large distances 
the standard deviation is less optimal . 
[ 0027 ] In Table 1 the results are shown for different wafer 
distances . For continuously doped polysilicon it is clear 
there is no good standard deviation possible . For multi - layer 
doped polysilicon layer the sheet resistivity is well con 
trolled and the standard deviation decreases with decreased 
wafer distances showing that multilayer doped polysilicon 
can be applied for solar cells . 
[ 0028 ] An overall layer thickness of the resulting doped 
polysilicon layer in the order of 10 - 400 nm is deemed 
suitable for use of passivated contacts at the rear side of the 
semiconductor substrate , i . e . the side to be assembled to a 
carrier . A overall layer thickness of 50 - 300 nm is preferred . 
The metal contact may be provided with a suitable metal 
lisation , optionally in the form of screen printed silver or 
aluminium , as a silicide , such as Ni - silicide , a sputtered 
metal or in the form of a plated metal for instance a 
nickel - copper stack , to ensure a good contact with connect 

ing materials using in assembly , such as electrically con 
ductive adhesive and solder . It is deemed feasible that a 
plurality of contacts is applied to the rear side , some for use 
as emitter contact and others for use as back surface con 
tacts , depending on the type of solar cell structure . In another 
suitable embodiment , the layer thickness for a doped poly 
silicon layer on top of a tunnel dielectric is in the range of 
10 - 100 nm , preferably 20 - 80 nm or 20 - 50 nm . That is 
deemed sufficient , for instance at the second side in case that 
a p - type substrate is used . Such small thickness may also be 
feasible in combination with an electrically conductive layer 
directly on top of or a conductive region at the top side of 
the semiconductor substrate . Such electrically conductive 
layer or region serves for lateral conduction , Such electri 
cally conductive layer may in itself be a boron doped 
polysilicon layer . 
0029 ] Athickness of less than 100 nm or even at most 50 
nm is deemed an option for use at the front side , i . e . the side 
to be exposed to radiation of the sun . Such a thickness may 
also be attractive for use as a lateral conduction . Bigger 
thicknesses tend to be disadvantageous at the front side , 
particularly when applied over a large surface area , since the 
optical transparency of doped polysilicon is limited , and 
thus the efficiency of the solar cell rapidly decreases . It is 
one advantage of the process of the invention that doped 
polysilicon layers with low thickness may be provided , also 
with a sufficiently uniform doping and without the risk of 
damaging the underlying tunnel dielectric . In fact , alterna 
tive processes such as diffusion and implantation require a 
high anneal temperature of 900 degrees Celcius or more and 
a significant duration for boron doped regions . This will be 
clearly detrimental for an underlying tunnel dielectric when 
the thickness of the polysilicon is reduced . According to the 
invention , the provision of such a thin doped polysilicon 
layer without damaging the underlying tunnel dielectric is 
well feasible . Moreover , because of the small thickness and 
the regularity created by the thin layers , the crystalline 
domains of the polysilicon will likely grow , which again 
improves the optical transparency of the doped polysilicon 
layer . 
[ 0030 ] In again a further embodiment , the multilayer stack 
may be further deposited to contain a third sublayer . In one 
embodiment , this third sublayer is another dopant than 
boron . In a further embodiment , this third sublayer is a 
dielectric layer . Suitably , such dielectric layer is defined 
between a pair of first layers of un - doped polysilicon . The 
intermediate dielectric layer is suitably oxide and is more 
suitably present in a thickness so that as to allow tunnelling 
of holes ( or electrons ) . The introduction of such intermediate 
dielectric layer is deemed suitable to further reduce the risk 
of dopant migration to the emitter region . 
10031 ] The passivated contact created by the tunnel dielec 
tric and the doped polysilicon layer may be integrated into 
the solar cell in various positions . Most suitably , in a first 
embodiment , the passivated contact is applied on the second 
side of the substrate . In one implementation , the tunnel 
dielectric is in contact with the bulk of the substrate , which 
typically has a polarity opposite to that of the doped poly 
silicon layer . The passivated contact functions then as an 
emitter region . In another implementation , the substrate has 
the same polarity of that of the doped polysilicon layer . The 
passivated contact functions then as a base contact . In 
further implementation , a conductive layer or region with 
the same polarity as that of the doped polysilicon layer is 
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present adjacent to the tunnel dielectric . The passivated 
contact functions then as an emitter contact . 
[ 0032 ] In a second embodiment , the passivated contact is 
applied on the first side of the substrate . It is then most 
suitably used as an emitter contact . In principle , it could also 
be used as an emitter region . However , because the doped 
polysilicon layer is not or not entirely transparent to light , it 
is desired that any doped polysilicon at the first side is 
present in limited areas only . This would significantly reduce 
the junction area between the emitter and the base ( sub 
strate ) , if the doped polysilicon layer were used as the 
emitter region . 
[ 0033 ] In a further implementation hereof , the method 
comprises the steps of : ( 1 ) providing a passivation , at least 
on the first side ; ( 2 ) locally opening the passivation at least 
on the first side ; ( 3 ) applying the tunnel dielectric ; ( 4 ) 
providing the doped polysilicon layer in accordance with the 
invention ; ( 5 ) applying a masking layer in accordance with 
a predefined pattern ; and ( 6 ) etching away the doped poly 
silicon layer that is not masked . This further implementation 
makes use of selective etching of the doped polysilicon 
relative to the passivation , more specifically a passivation 
comprising a silicon nitride layer . The local opening of the 
passivation at least on the first side is for instance achieved 
by laser ablation . In a further implementation , the masking 
layer is applied by local deposition of a metallic contact , for 
instance by printed metal paste . 
[ 0034 ] As discussed hereinabove , the solar cell comprises 
in one further embodiment an electrically conductive layer 
or region directly on top of the substrate respectively in the 
substrate adjacent to its surface at the first and / or second 
side . More particularly this layer or region is separated from 
the doped polysilicon layer by the tunnel dielectric . It is used 
for lateral conduction and therein acts particularly as an 
emitter . This conductive layer or region may be provided in 
at least two different embodiments : as a conductive region in 
the substrate , and as another doped polysilicon layer directly 
onto the surface of the semiconductor substrate , before 
deposition of the tunnel dielectric . 
[ 0035 ] The provision of a conductive region into the 
substrate may be carried out , as known to a person skilled in 
the art , for instance with a diffusion process . The further 
doped polysilicon layer is suitably deposited as a sequence 
of alternating first layers of un - doped silicon and second 
layers of dopant , and subsequent annealing . This doped 
polysilicon layer present on the substrate is deemed suitable 
as a source of dopant for the underlying substrate . The 
anneal step for such further doped polysilicon layer is 
suitably combined with the anneal step for the doped poly 
silicon layer applied on top of the tunnel dielectric . In this 
embodiment , the tunnel dielectric is most suitably a tunnel 
oxide , which allows its creation by thermal oxidation . The 
entire stack of polysilicon layers and tunnel oxide may be 
deposited in a single reactor chamber . Suitably , the further 
doped polysilicon layer acts as a spreading layer . It is 
preferably not patterned or at least less extensively than the 
passivated contact . 
[ 0036 ] In one further suitable embodiment , the doped 
polysilicon layer is patterned and electrically isolated in 
lateral directions . This is particularly preferred in case that 
other contacts , typically towards regions with opposed con 
ductivity type are present adjacent to the doped polysilicon 
layer . Such a patterning and the optional — provision of 
further contacts doped with a dopant of different conduc 

tivity type is suitably carried out as a further treatment 
between the deposition of the multilayer stack and the 
anneal . This is advantageous from process integration per 
spective . Moreover , any treatment may be better controlled , 
i . e . etching of the multilayer stack with bare silicon sublay 
ers and boron sublayers may be more easy than the etching 
of the doped polysilicon layer . 
[ 0037 ] In one implementation , this treatment involves the 
selective introduction of a second dopant into the multilayer 
stack , which second dopant has a polarity opposite to that of 
the - first - dopant of the second sublayers . The second 
dopant is suitably introduced into the multilayer stack in a 
dopant concentration so as to at least compensate , in a first 
region , the first dopant . As a consequence , the resulting 
polysilicon layer will be either substantially undoped in this 
first region , or effectively doped with the second dopant . 
0038 ] In another implementation , the further treatment 
comprises selectively removing the multilayer stack . Sub 
sequently thereto , conductive regions may be generated into 
the substrate that has been exposed due to the selective 
removal of the multilayer stack . This implementation pro 
vides an even larger freedom of designing the conductive 
regions and any contacts thereon . Here , self alignment may 
occur , with the doped polysilicon layer and / or a protective 
layer thereon , as a mask . 
[ 0039 ] The anneal of the present invention is suitably 
carried out at a temperature below 950° C . , and preferably 
in the range of 675 - 950° C . , such as 825 - 925° C . It is 
understood to be one of the advantages of the process of the 
invention , that a low - temperature anneal is feasible , as 
compared to anneals needed in diffusion or implantation 
process . Such a low - temperature anneal further reduces the 
risk of damaging the tunnel dielectric and reduced tempera 
ture budget for the other features of the solar cell . The anneal 
is particularly carried out so as to convert the multilayer 
stack into a single doped polysilicon layer having a desired 
doping profile . The higher the anneal temperature and the 
longer its duration , the more uniform the resulting doping 
profile . Furthermore , the doping profile in a direction 
normal to the substrate surface ) can be varied by means of 
the thicknesses of the sublayers . 
[ 0040 ] The anneal furthermore may have a duration that is 
short in comparison to the duration of an boron implantation 
anneal or of a boron diffusion . A suitable period is less than 
1 hour , preferably 10 - 50 minutes , for instance 20 - 40 min 
utes . As typical in the field , this period refers to the duration 
of the anneal at the intended temperature . Warming up and 
cooling down periods are not included . The anneal is suit 
ably carried out in a different reaction chamber than the 
deposition of the multilayer stack . 
10041 ] It is not necessary that the anneal is carried out 
directly after the deposition of the multilayer stack . Inter 
mediate process steps may be carried out , such as for 
instance the patterning of the doped polysilicon layer , the 
selective provision of dopant of opposite polarity so as to 
compensate the boron doping locally , and / or the provision of 
further dopants into the substrate or other exposed layers . 
[ 0042 ] Preferably , the method of the invention is imple 
mented with a low pressure chemical vapour deposition 
apparatus comprising a reaction chamber , means to apply a 
sub - atmospheric pressure in the reaction chamber and a first 
and a second inlet means for precursor gases into the 
chamber , which first inlet means is predefined for a silicon 
precursor gas and which second inlet means is predefined for 
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[ 0052 ] FIG . 7 shows a doping profile in a doped polysili 
con layer using multi - layer deposited approach , and 
[ 0053 ] Table 1 shows the sheet resistivity and standard 
deviation of the sheet resisitivity as a function of doping 
method and substrate distance 

DISCUSSION OF ILLUSTRATED 
EMBODIMENTS 

a dopant precursor gas , which inlet means are provided with 
valves for controlling the inlet of said silicon precursor gas 
and said dopant precursor gas . The apparatus further com 
prises a controller configured for control of the inlet means . 
According to the invention , the controller is configured so as 
to arrange first periods in which silicon precursor gas enters 
the reaction chamber and second periods in which dopant 
precursor gas enters the reaction chamber . More particularly , 
the second inlet means comprises a distributor means 
coupled to a first and a second inlet into the reaction 
chamber . 
[ 0043 ] The use of such an apparatus has the advantage that 
the dopant precursor gas , such as diborane , is spread appro 
priately within the reaction chamber . Therewith , it is ensured 
that the uniformity over the substrates will be improved . 
This is particularly a benefit , when the reaction chamber is 
configured for simultaneous processing of a large number of 
substrates , for instance 500 or more or even 1000 or more 
substrates in a single batch . The distances between indi 
vidual substrates arranged in one or more so - called wafer 
boats are therein relatively small , preferably at most 8 mm , 
more preferably at most 5 mm or even smaller such as 2 , 3 
or 4 mm . 
[ 0044 ] The apparatus is suitably further configured for the 
generation of a thermal oxide . It is moreover deemed 
suitable that removal means are present for removal of 
gases , such as unused precursor gases and any gas remaining 
after the deposition ( reaction ) . The removal means are 
suitably configured so that the concentration of such gas is 
reduced to substantially zero . For instance , use may be made 
of an inert gas for flushing the reaction chamber . Also the 
removal means may use vacuum to actively remove gases 
from the reaction chamber . 
10045 ] . The reaction chamber is preferably of the so - called 
horizontal type , which is the preferred choice for the manu 
facture of solar cells . However , the invention may alterna 
tively applied in a reaction chamber of a vertical type . The 
apparatus further contains heating means to obtain a desired 
operation temperature , as well as moving means for intro 
duction and removal of a wafer boat loaded with substrates 
into and from the reaction chamber . 

[ 0054 ] FIG . 1A - D show in cross - sectional views several 
steps according to a first embodiment of the method of the 
invention . For all cross - sectional views , the dashed lines on 
the left and right side of the cross - section indicate that only 
part of the entire solar cell is shown and not the edges of the 
cell . FIG . 1A shows the substrate 100 , having a first side 10 , 
the front side of the solar cell intended to be the main side 
receive light , and an opposed second side 20 . The substrate 
is preferably a semiconductor substrate , such as a mono 
crystalline silicon substrate . It is however not excluded that 
another type of substrate is used . While the first side 10 of 
the substrate is shown to be planar , this is usually not the 
case , and texturing such as typically applied on the front side 
of substrates for solar cells may be present . 
10055 ] . In this embodiment , the substrate 100 comprises a 
bulk layer , which is lightly p - type doped , and front surface 
region 11 . This surface region 11 is preferably n - type doped 
and constitutes the emitter of a solar cell . In this implemen 
tation , the doping of the bulk layer 100 and of the front 
surface layer 11 are of opposed types , i . e . p - type and n - type . 
In another implementation , the bulk layer 100 and of front 
surface layer 11 are also opposed type ; but exchanged i . e . 
n - type and p - type . In again another implementation , the 
doping of the bulk layer 100 is of the same type as the front 
surface layer 11 . Doping levels for these layers are known 
per se in the field . The substrate is covered at its first side 
with a passivation 12 , which typically includes an oxide 
layer and an antireflection coating . 
[ 0056 ] The substrate 100 may further be provided at its 
rear side 20 with a rear surface layer ( not shown in FIG . 1 ) . 
When present , it is highly doped , as known per se to the 
skilled person . The rear surface layer is a region within the 
substrate 100 that is doped with either n - or p - type . Suitably , 
in the present embodiment , the surface layer would have the 
same polarity as the substrate 100 , thus p - type . 
10057 ] FIG . 1A furthermore shows the presence of a 
dielectric 13 at the second side 20 . According to a preferred 
embodiment , the insulating layer 13 is provided in a thick 
ness suitable for functioning as a tunnelling dielectric . This 
implies a thickness of generally up to about 3 nm . For a 
tunnelling dielectric with a thickness of less than 3 nm , the 
tunnelling current through the dielectric is strongly depen 
dent on the thickness . Therefore the thickness needs to be 
well controlled . A too thin dielectric may not passivated the 
silicon well enough , while a too thick dielectric cannot 
conduct the required solar cell current . Techniques for 
deposition of a tunnel dielectric are known per se . For 
instance , the tunnel dielectric 13 may be deposited by means 
of chemical oxidation , thermal oxidation or by atomic layer 
deposition . Suitably , the insulating layer 13 is an oxide , but 
this is not deemed essential . 
[ 0058 ] FIG . 1B shows the result of the deposition of a 
multilayer stack . Herein , silicon sublayers 21 , 22 , 23 , and 
dopant sublayers 31 , 32 are deposited alternatingly . The 
dopant is preferably boron , though other dopants are not 
excluded . The sublayers are suitably applied in substantially 

BRIEF INTRODUCTION TO THE FIGURES 
[ 0046 ] These and other aspects of the method and the solar 
cell of the invention will be further elucidated with reference 
to the Figures and to the Examples . The Figures are not 
drawn to scale and purely intended for illustrative purposes . 
Equal reference numerals in different figures refer to the 
same or corresponding part . Herein : 
[ 0047 ] FIG . 1A - E shows in diagrammatical cross - sec 
tional views a first embodiment of the method of the 
invention , and two resulting devices ; 
10048 ] FIG . 2A - shows in diagrammatical cross - sectional 
views a second embodiment of the method of the invention , 
and a resulting device ; 
[ 0049 ] FIG . 3A - B shows in diagrammatical cross - sec 
tional views a third embodiment of the method of the 
invention , and a resulting device ; 
[ 0050 ] FIG . 4 shows in diagrammatical cross - sectional 
view a fourth embodiment of the invention , a resulting 
device ; 
[ 0051 ] FIGS . 5 and 6 shows in diagrammatical cross 
sectional view a fifth and a sixth embodiment of the inven 
tion ; 
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pure form , i . e . pure silicon and pure dopant . However , they 
may also be applied as mixtures , with one element being 
predominantly present . In the embodiment of FIG . 1B , two 
dopant sublayers 31 , 32 are shown which are sandwiched 
between silicon sublayers 21 , 22 , 23 . It is deemed preferable 
that the stack of sublayers forming a doped polysilicon layer 
( stack ) 30 has a silicon sublayer 21 as its bottom layer , i . e . 
at the interface with the underlying tunnel dielectric 13 and 
a silicon layer 23 as its top layer , i . e . at the second side 20 . 
The number of sublayers is however open to further design 
and may depend on the application . Suitably , the number of 
dopant sublayers 31 , 32 ranges from 1 to 100 . Preferably , the 
number of dopant sublayers is at least 2 , which may provide 
a better distribution of the dopant in the doped polysilicon 
layer stack 30 . Suitably , the number of sublayers is in the 
range of 2 - 80 or 5 - 50 . The upper limit is herein dependent 
on the total thickness of the doped polysilicon layer stack 30 
as well as the desired dopant concentration and the available 
processing time . The multilayer stack remains as such , it has 
been annealed . 
[ 0059 ] Preferably , the dopant sublayers 31 , 32 are pro 
vided in the form of relatively thin sublayers , for instance 
with a thickness in the range of 0 . 1 - 5 nm , or even 0 . 1 - 2 nm . 
Good results have been found with such thin layers in terms 
of homogeneity as well as dopant concentration . It has been 
observed by microscopical analysis ( i . e . TEM , SEM or the 
like ) that the initially grown dopant sublayers possess a very 
regular microstructure . It is only after a subsequent anneal 
that the dopant sublayers 31 , 32 and the silicon layers 21 - 23 
merge , i . e . that inter - diffusion occurs . One of the benefits 
hereof for the invention is that the extent of inter - diffusion 
may be controlled by the annealing budget ( i . e . temperature 
and duration ) . A further advantage of the encapsulation of 
the dopant sublayers 31 , 32 within silicon layers 21 - 23 is 
that further processing may be carried out prior to the 
anneal . The well - known processing properties of polysilicon 
can thus be exploited without any risk of leakage of dopant 
and any optimal contamination of other layers . This allows 
to also deposit the tunnelling dielectric by thermal oxidation 
right before the deposition of the polysilicon , a method 
deemed very favourable for good tunnel dielectric thickness 
control . 
[ 0060 ] In the present embodiment , the multilayer stack of 
this preferred embodiment is deposited in an LPCVD appa 
ratus . Suitably , the substrates are arranged in this apparatus 
at a mutually narrow spacing , for instance less than 8 mm , 
preferably less than 5 mm , more preferably less than 3 mm . 
The spacing occurs while the substrates are arranged in a 
holder , also known as a wafer boat . The use of a small 
spacing allows significant through - put enhancement of the 
LPCVD apparatus , while the doping characteristics of the 
layer are significantly enhanced . Surprisingly , the unifor 
mity of the doping characteristics across the substrate is 
improved with reduced spacing between the substrates . 
Moreover the use of the LPCVD apparatus applying a 
multilayer stack also allows a thermally grown tunnel oxide 
prior in the same LPCVD deposition apparatus prior to 
depositing the multilayer stack . This allows very good 
thickness control of the tunnel dielectric , which is required 
to allow good operation of the solar cell in which hole 
currents through the tunnel dielectric are required . 
[ 0061 ] It is observed for clarity that the structure of silicon 
depends on its deposition temperature . At a deposition 
temperature of 500° C . , no grain development occurs and the 

silicon remains amorphous . With increasing temperatures , 
the grains may grow . Above 600° C . , the layers are deemed 
to be polysilicon , i . e . a crystalline silicon layer made up of 
a plurality of individual grains or crystal domains with 
differing orientations . At higher growth temperatures , the 
crystal domains increase in size . Furthermore , an anneal 
may give rise to re - crystallisation , resulting in enhanced 
crystallinity of the silicon layer , also if the layer was 
deposited as predominantly amorphous . However , the for 
mation and growth of crystallites just below the phase 
transition appears flexible and highly dependent on pressure 
and other deposition conditions . It is for instance known that 
the phase transition temperature is lower in LPCVD and low 
growth rates . According to the present invention , it is 
preferred that the dopant sublayers 31 , 32 are present 
between silicon layers that are at least partially crystalline . 
Deposition temperatures of 530 - 600° C . , preferably com 
bined with sub - atmospheric pressures are preferred . This is 
at a temperature slightly below what the said phase transi 
tion temperature . The provision of an amorphous film is 
deemed beneficial because of its planar surface enabling the 
subsequent deposition of a regular dopant film , particularly 
a boron film . However , due to the thin - film arrangement of 
the polysilicon , and perhaps the impact of the boron film , 
formation and growth of crystallites is believed to occur in 
the course of the deposition process . The exact mechanism 
is not known but this may be an explanation for the 
unexpected good properties of the resulting layer stack in 
terms of diffusion of the dopant . The polysilicon character of 
the silicon sublayers 21 - 23 is deemed relevant for the 
uniformity of the layer deposition between substrates . 
[ 0062 ] Furthermore , in accordance with the embodiment 
of the invention , the deposition of the sublayers occurs in a 
single deposition chamber , wherein the temperature and 
pressure are suitably controlled , and may be kept constant 
during the entire deposition process . Preferably , deposition 
temperature is the same for both the silicon sublayers and the 
dopant sublayers . It will be understood that this deposition 
of preferably all sublayers of the multilayer stack 30 in a 
single deposition chamber is beneficial for efficiency and 
layer quality . It has been found suitable that the formation of 
the dopant sublayers 31 , 32 and the ( poly ) silicon sublayers 
21 - 23 occurs separately . Thus , in the preferred embodiment , 
the reactor chamber is emptied from silicon precursor gases 
( such as silane ) prior to the introduction of dopant precur 
sors ( such as diborane ) . After the formation of the dopant 
sublayer , the reactor chamber may again be emptied to 
continue with the deposition of the subsequent silicon sub 
layer . This emptying of the reactor chamber after the depo 
sition of the dopant sublayer does not appear essential to the 
invention . 
[ 0063 ] While the use of a single deposition chamber for all 
sublayers is the most simple and most efficient solution , it is 
evidently not excluded that use is made of coupled deposi 
tion chambers ( i . e . with constant gas compositions , and a 
system for moving the substrates ) and / or that the doped 
polysilicon stack 20 is deposited in two , three , four or five 
sequences in fact in a limited number of sequences , for 
instance from 2 - 8 ) . The use of more than one sequence 
appears beneficial in case that an intermediate processing 
step is carried out ( such as patterned removal of the doped 
layer stack 30 ) , or that another dopant gas ( of opposite 
polarity ) would be applied in a later step , or that for reasons 
of optimization , the stack is deposited at a series of different 
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temperatures . Particularly , a first “ substack ” could be depos - 
ited at a higher deposition temperature , for instance 630° C . , 
to ensure a high degree of poly - crystallinity , whereas a 
second “ substack ” is then deposited at a lower deposition 
temperature , for instance 570° C . , allowing growth of thin 
ner dopant layers . If desired , a third " substack ” could be 
deposited again at a higher deposition temperature . Each of 
such substacks is foreseen to comprise a plurality of alter 
nating sublayers , although it is strictly feasible that the first 
and the second substack merely contain a single polysilicon 
layer . 
[ 0064 ] Furthermore , the thickness of the silicon sublayers 
21 - 23 and the dopant sublayers 31 , 32 is suitably uniform 
with the stack , i . e . at least substantially all silicon sublayers 
21 - 23 are deposited in a first thickness and at least substan 
tially all dopant sublayers 31 - 32 have a second thickness . 
Variations in thickness may however be envisaged , depend 
ing on the intended application . In this FIG . 1A - 1E , the 
intended application is use as rear , back surface field or rear 
emitter contact . In those cases , a uniform distribution of 
dopant in a ' vertical direction ( perpendicular to the second 
side 20 ) is desired . Variations in thickness of sublayers are 
then not deemed beneficial , with possible exception for 
bottom and top sublayers 21 , 23 . 
[ 0065 ] It is observed that the use of chemical vapour 
deposition will usually result in deposition of layers at both 
sides 10 , 20 of a substrate . In the present FIG . 1B , deposition 
on the second side 20 is shown . Thus , in this embodiment , 
the deposited layer stack on the first side is removed , such 
as by etching any stack on the second side 10 , while 
simultaneously protecting the second side and / or by means 
of single sides processing , for instance in single sided etch 
tool . 
[ 0066 ] FIG . 1C shows the substrate after the anneal step 
i . e . the final step of creation of the doped polysilicon layer 
30 . As shown in this FIG . 1C , the multilayer stack is 
transformed into a single doped polysilicon layer 30 . As will 
be explained in more detail with reference to FIGS . 6 and 7 , 
the final microstructure depends on the duration and tem 
perature of the anneal . In some embodiments , the dopant 
sublayers 31 , 32 may still be identifiable in the resulting 
device , particularly by means of analysis of the dopant 
concentration as a function of depth ( location in vertical 
direction ) . Particularly , a doping profile may be obtained 
with maximum concentrations corresponding to the dopant 
sublayers 31 , 32 and minimum concentrations within the 
polysilicon sublayers 21 - 23 . In other embodiments , the 
dopant sublayers 31 , 32 and at least some of the silicon 
sublayers 21 - 23 may be fully mixed , resulting in a doping 
profile that is substantially flat . 
[ 0067 ] It has been found that the provision of the boron 
doped polysilicon layer as a multilayer stack of alternating 
deposited boron and silicon layers lowers the required 
temperature budget of the anneal to diffuse the boron 
through the entire polysilicon layer . This is deemed very 
important to prevent the effect of boron penetrating the 
tunnel dielectric and thus to maintain the passivated prop 
erties of the boron doped polysilicon passivated contact . 
Another advantage of the multilayer stack of alternating 
deposited boron and silicon layers is that the potential 
out - diffusion can be controlled . In case the sequence of the 
depositing a multilayer stack ends with a silicon layer , 
potential out - diffusion of boron into the anneal furnace can 
be limited significantly . Boron out - diffusion can negatively 

influence the other parts of the solar cell by counter doping 
other n - type doped areas . In case the sequence of the 
depositing a multilayer stack ends with a boron layer , the 
out - diffusion mechanism can be used to dope other parts of 
the solar cell . 
[ 0068 ] FIG . 1D shows the substrate after the final step of 
creating a solar cell , in which a plurality of metal contacts 
101 is applied on the first side , front of the solar cell , while 
one or more contacts 102 are applied at the second side , on 
top of the doped polysilicon layer stack 30 . The metal 
contacts 101 and 102 are herein shown as a patterned layer . 
This may be achieved either by screen printing or by 
deposition and subsequent etching or by local deposition , for 
instance through a mask , such as in a plating process . The 
metal of the metal contact 101 is preferably chosen such that 
it forms a good contact to the bulk 100 of the solar cell , 
while the metal contact 102 is preferably chosen to enable 
formation of a good contact to the underlying polysilicon 
( see FIG . 1D ) . Suitable materials may include tungsten ( W ) , 
titanium ( Ti ) , nickel ( Ni ) , silver ( Ag ) or aluminium ( Al ) or 
copper ( Cu ) . While reference is made to metal contact , it is 
not excluded that such metal contact is deposited as a 
metal - containing compound . It will be understood that the 
definition of a metal contact is beneficial , but still optional . 
It is observed for clarity , that the further processing into a 
solar cell involves the provision of cell passivation and 
metallisation , generally also referred to the ' back end as 
opposed to the ‘ front end ' of definition of the device and its 
contacts into and on the substrate . The term “ solar cell ' is 
thus used in context of the application to refer to the 
completed solar cell that is ready for shipment and / or 
assembly . 
10069 ) FIG . 1E shows the solar cell that is provided with 
an alternative cell passivation . Herein , the doped polysilicon 
layer 30 is covered with a transparent conducting layer 15 . 
A plurality of metal contacts 102 is provided on top of the 
transparent conducting layer 15 . The transparent conductive 
layer for instance contains indium tin oxide , but may contain 
any other transparent and electrically conducting material as 
known to the skilled person . The solar cell thus obtained is 
conceived where the first side 10 is the main side for 
receiving light . Furthermore , the second side 20 will also 
collect light , hereby creating a so - called bi - facial solar cell . 
Since the second side 20 is provided with a plurality of 
emitter contacts 102 , the light coming from the rear side is 
not blocked by the metal . 
[ 0070 ] Another option for the bi - facial cell is that the layer 
15 is a dielectric , such as for instance a silicon - nitride or 
silicon - Oxide or combinations of dielectrics . In such case 
the rear contacts 102 will extend through the dielectric to 
form contacts directly to the silicon layer 30 . This construc 
tion allows also screen printing techniques , where metal 
pastes penetrate through the dielectric during a belt - furnace 
firing step . The silicon layer 30 would need to be sufficiently 
thick so that the screen printed metal will not fire through the 
silicon layer and damage the underlaying tunnel dielectric . 

Second Embodiment 
10071 ] FIG . 2A shows an intermediate step in the solar cell 
process sequence . The view is a diagrammatical cross 
sectional view , where the vertically dotted lines represent a 
cut - out of the entire solar cell . For sake of clarity , the device 
is shown in a semi - manufactured form , so as to indicate the 
way the solar cell processing steps are defining the solar cell . 
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At the main , first side 10 — intended for primary reception of 
sunlight , the device has a doped region 11 and an anti - 
reflective layer 12 . The first side 10 of the substrate 100 may 
be textured to increase light reception . In this embodiment , 
the substrate 100 is provided with a plurality of doped 
polysilicon layer portions 30 at the second side 20 . The 
doped polysilicon layer portions are covered by a protective 
layer 50 . A tunnel dielectric 13 is present between the doped 
polysilicon layer portions 30 and the substrate 100 . The 
layer portions 30 form an interdigitated set of emitters . 
Optionally the doped polysilicon layer 30 could be applied 
also on the first side 10 suitably instead of the doped region 
11 . As in the first embodiment , the layer stack 30 comprises 
silicon and boron sub - layers ( not indicated with a reference 
numeral individually ) and dopant sublayers which are not 
shown in this FIG . 2A . The polysilicon contacts are typically 
connected to each other to allow efficient connection to the 
solar module , which is not shown in the picture , for instance 
through a laterally extending portion of the polysilicon layer 
30 . 
[ 0072 ] The protective layer 50 can be deposited uniformly 
using for instance a PECVD apparatus and subsequently be 
patterned . Alternatively , the protective layer 50 can be 
applied and defined as a mask using for instance screen 
printing . The protective layer 50 can contain one or more 
materials such as silicon nitride , silicon oxide , tantalum 
oxide , titanium nitride , without desiring to limit the protect 
ing layer to a nitride . The protecting layer 50 has been 
patterned in accordance with a predefined pattern on the 
second side 20 , protecting the emitter contacts 30 . The 
patterning definition of the protecting layer can be applied 
by for instance screen printing . As shown in this FIG . 2B , the 
protecting layer is also serving as an etch mask . Chemical 
etching is used to locally remove the polysilicon layer . 
Alternatively , the doped polysilicon layer stack 30 can be 
locally removed up to the underlying substrate 100 by an 
etching paste or by laser ablation . 
[ 0073 ] FIGS . 2A and 2B further show the presence of 
recesses 70 between the interdigitated doped polysilicon 
layers 30 that extend to or into the substrate 100 , or 
optionally to the tunnel dielectric 13 . These recesses 70 may 
be created by local laser ablation or local etching . Local 
etching may be also achieved by an etching paste which is 
applied at the predefined locations 70 to etch away the 
polysilicon locally . In FIGS . 2A and 2B , the recesses 70 are 
shown as recesses of only the polysilicon layer 30 , but the 
process may be embodied in a way that the recess is much 
deeper into the substrate 100 . Such deeper recess can be 
advantageous , since it results in a larger physical separation 
between the polysilicon contacts 30 and electrically con 
ductive - bulk regions 40 . Effectively , the polysilicon con 
tacts 30 are in this embodiment emitter contacts , whereas the 
bulk regions 40 constitute part of a back surface field , for 
instance . Thus , the dopants in the contact regions 30 and the 
bulk regions 40 are of opposite polarity . 
[ 0074 ] The bulk regions , 40 , are suitably n - type doped , 
and more preferably phosphorous doped . Such doping may 
be provided by various methods for instance with tube 
diffusion , ion implantation , doped glass deposition , by 
screen printing inks or by another doped polysilicon depo 
sition . After these doping methods subsequently they may 
have to be annealed using an anneal furnace , with a high 
temperature step during which the phosphorous dopants are 
diffused into the bulk . During this step , the protective layer 

50 prevents phosphorous dopant diffusion into the boron 
doped polysilicon . This anneal step may also be used for 
converting the multilayer stack into the polysilicon doped 
layer 30 . 
[ 0075 ] After opening the polysilicon layer , the bulk 
regions 40 can be formed . Herein , the protective layer 50 
serves to protect the polysilicon emitter 30 from the con 
tamination with the dopant of the bulk regions 40 , preferably 
phosphorus . In one suitable implementation , wherein the 
phosphorous is applied in a diffusion process , the phospho 
rous diffusion at the same time serves as the anneal step for 
the polysilicon layer 30 . Alternatively , the protective layer 
serves as an implantation mask , protecting the emitter 
regions 30 from being implanted . Subsequently , a thermal 
anneal is carried out to simultaneously anneal the polysili 
con emitter 30 as well as the driving in the implanted 
phosphorus doping and remove the implantation damage . 
[ 00761 FIG . 2C shows the final solar cell device after 
further processing into a passivated solar cell and definition 
of metal contacts . After cleaning the device , for instance in 
a wet treatment , a passivation layer 80 is formed at the rear 
side 20 of the solar cell , followed by metal contact formation 
101 and 102 . The emitter contacts 102 are connected to the 
polysilicon regions and the bulk contacts 101 to the bulk 
diffusions . There is a passivation layer 80 that passivates the 
bulk regions and also serves as a hydrogen source for the 
firing process in case screen printed contacts are fired in a 
belt furnace . The passivation layer 80 is deposited at the rear 
of the solar cell in a PECVD apparatus and will contain 
silicon nitride and optionally also of silicon oxide . As an 
option , the layer 80 encompasses of the protective layer 50 , 
i . e . the protective layer 50 is not removed prior to deposition 
of the passivation layer 80 . 

, he 

Third Embodiment 
[ 0077 ] FIG . 3A shows another way of creating an inter 
digitated device . In this example the boron - doped polysili 
con is locally overcompensated by phosphorous . This can be 
achieved for instance by using a protective mask 50 , and 
subsequently deposition of phosphorous glass or by ion 
implantation . A subsequent anneal drives the dopant into the 
polysilicon layer stack 30 , locally creating phosphorous 
n - type regions 60 . The amount of the dopant is therein 
chosen such that the dopant from the dopant layer 60 
overcompensates the dopant of opposite polarity in the 
polysilicon layer 30 . Thus , in the preferred example of a 
phosphosilicate glass ( PSG ) as dopant layer 60 with boron 
sublayers in the deposited stack 30 , the amount of phospho 
rous dopant into the polysilicon layer 30 is such that the 
polysilicon layer will become locally N - type ( i . e . phospho 
rous ) doped rather than P - type ( i . e . boron ) . Again , in this 
embodiment , the anneal for the polysilicon layer 30 may be 
combined with the anneal for the phosphorous n - type 
regions 60 . 
[ 0078 ] In FIG . 3B the final solar cell of this third embodi 
ment is shown . Here a series of contacts 101 , 102 – typically 
arranged inter - digitatedly — is formed , the contacts 101 
being bulk or back surface field ( BSF ) contacts , and the 
second contacts 102 being contacts to the emitter polysilicon 
layer . There is a passivation layer 80 deposited on the 
polysilicon layer that protects the layer from oxidation . The 
passivation layer 80 contains in this embodiment silicon 
nitride and optionally also of silicon oxide and may contain 
hydrogen for better passivation of the solar cell after firing 
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the metallization paste . As an option the passivation layer 80 
still encompasses the protective layer 50 . Layer 80 is 
deemed not essential for the operation of the solar cell and 
can thus be optionally left out . 

Fourth Embodiment 

[ 0079 ] FIG . 4 shows again a further embodiment in cross 
sectional view . According to the embodiment shown in FIG . 
4 , a first boron doped region 14 is provided before the tunnel 
dielectric and the second polysilicon layer 30 . The region 14 
is herein present below the tunnel dielectric layer 13 . The 
doped polysilicon layer 30 is present above the tunnel 
dielectric 13 . The region 14 serves in this embodiment for 
lateral conduction of the emitter , i . e . as a spreading layer . 
The doped polysilicon layer 30 , which is again made by a 
multilayer as described earlier , serves for interconnecting 
the metal contact 102 with the conduction region . The 
regions 14 , tunnel dielectric 13 and polysilicon layer 30 are 
formed in a single sequence in a single process tube , thereby 
simplifying the whole emitter definition . Alternatively , the 
first doped region 14 is formed separately from the tunnel 
dielectric 13 and doped polysilicon layer 30 . The first doped 
region 14 can be formed by different doping methods like 
boron diffusion , APCVD or ion implantation . This embodi - 
ment allows thinner doped polysilicon layers which is 
deemed beneficial for the through - put time , particularly 
when using an LPCVD apparatus for the polysilicon depo 
sition . Furthermore , this embodiment results in lower light 
absorption due to decreased thickness , which may even be 
more important . 

essential . The passivated contacts 130 on the first side 10 
may for instance be applied to the bifacial cell structure 
shown in FIG . 1E . 
10082 ] The manufacture of the passivated contacts 130 on 
the first side 10 suitably starts after finalization of the 
manufacture on the second side , with the exception of the 
metal contacts 102 . The shown cell structure is prepared by 
locally opening the passivation 12 , for instance using laser 
ablation or laser etching . The opening of the passivation 12 
is carried out in a manner so as to expose the first region 11 
in the substrate 100 . Then , the substrate is brought into an 
LPCVD reactor , to grow a tunnel oxide 113 , and a multi 
stack 30 of alternatingly deposited silicon sublayers and 
dopant sublayers . This structure is thereafter annealed to 
form the doped polysilicon layer 130 . Suitably , this anneal 
is also used for the annealing of any other polysilicon layer 
30 present . At this stage , the polysilicon layer 130 will cover 
the entire solar cell , both at the first side 10 and at the second 
side 20 . Then a masking pattern is 150 applied , and the 
doped polysilicon layer 130 is etched away relative to the 
underlying passivations 12 , 80 . Most suitably , this masking 
pattern constitutes already the metal contacts on the first side 
10 . However , this is not deemed essential . While the poly 
silicon layers 30 , 130 may both contain boron as a dopant , 
this is not strictly necessary . One of both could contain 
phosphorus dopant . 

EXAMPLES 

Fifth Embodiment 
[ 0080 ] FIG . 5 shows in cross - sectional view a fifth 
embodiment , which is similar to the fourth embodiment . In 
this embodiment , the conductive region 14 in the substrate 
100 has been replaced by a further doped polysilicon layer 
141 defined directly on top of the substrate 100 . This further 
doped polysilicon layer 141 may be deposited in the same 
manner as the other doped polysilicon layer 30 , but that is 
not strictly necessary . In fact , the risk of diffusion through 
the tunnel dielectric 13 will be less big for the boron dopant 
in the further doped polysilicon layer 141 . Still , the alternate 
deposition is deemed beneficial , for instance to obtain a very 
well defined interface between the substrate 100 and the 
polysilicon layer 141 , which defines the junction . Moreover , 
by starting the alternate deposition with a substantially 
undoped silicon layer , an region with lower doping level 
may be created further dependent on the anneal condi 
tions . This creates a substantially intrinsic layer between the 
p - and the n - regions . It is herein preferred that the entire 
layer stack of further doped polysilicon layer 141 , tunnel 
dielectric 13 and doped polysilicon layer 30 is deposited in 
a single reaction chamber in an LPCVD apparatus . 

[ 0083 ] Preliminary results were carried out with test struc 
tures having a configuration as shown in FIGS . 1C and 1D . 
Use was made of a monocrystalline silicon substrate , which 
was n - type doped in a manner conventional to the skilled 
person . A plurality of substrates was provided into the 
reaction chamber of an LPCVD apparatus . The substrates 
were then processed in accordance with the invention . A 
tunnel dielectric was applied with a thickness of 1 . 5 nm , by 
thermal oxidation . Thereafter , a multilayer stack of silicon 
layers and boron dopant layers was applied . The multilayer 
stack started and finished with a silicon layer . The total 
number of boron dopant layers was 9 . The total thickness of 
the multilayer stack was approximately 400 nm , which was 
equally divided over the 10 polysilicon layers . The boron 
dopant layers were comparatively thin . No protection was 
applied , so that the multilayer stack was grown on both sides 
of the silicon substrate in identical manner Subsequently , an 
anneal was carried out . 
[ 0084 ] FIG . 7 shows the doping profile obtained using 
Electrochemical Capacity Voltammetry of the resulting sub 
strates for two different anneals . A first substrate was given 
an anneal at a temperature of 800° C . for 30 minutes . A 
second substrate was given an anneal at 900° C . for 30 
minutes . The first and second substrates had been prepared 
in the same manner . The location of the polysilicon layer , the 
tunnel dielectric and the bulk silicon substrate are indicated 
in FIG . 7 for sake of ease of understanding . It is clearly 
visible that the dopant concentration in the polysilicon layer 
is much higher than either in the tunnel oxide or in the bulk 
silicon . In fact , the dopant concentration in the polysilicon 
layer stack varies between 4 . 1019 and 2 - 1040 ( atoms / cm ) . It 
is about 1 · 1019 in the tunnel oxide and drops down to 1017 
at approximately 150 nm from the interface with the tunnel 
oxide . This is independent of the anneal temperature . This 

Sixth Embodiment 

[ 0081 ] FIG . 6 shows in cross - sectional view a sixth 
embodiment . Herein , a passivated contact 130 is applied to 
the first side 10 of the substrate 100 . In the embodiment 
shown in FIG . 6 , this passivated contact is additional to the 
passivated contacts 30 present on the second side 20 . More 
particularly , the embodiment of FIG . 6 includes all features 
of the fifth embodiment of FIG . 5 . However , this is not 
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seems an indication that the improved stability is not merely 
the result of a lower temperature budget , but also of a 
different microstructure . 
[ 0085 ] The doping profile of the first substrate , that has 
seen an anneal temperature of 800° C . , comprises a series of 
peaks and valleys with respect to the dopant concentration . 
The dopant peaks correspond to the locations of the initially 
deposited boron dopant layers . The slope of the peaks is 
continuous . This demonstrates that the boron dopant sub 
layer and the polysilicon layer have merged into a single 
layer in the course of the anneal . It is furthermore apparent 
that the dopant peaks all have substantially the same height . 
This implies that substantially no boron migration has 
occurred from the top and middle of the polysilicon layer 
towards the tunnel oxide . 
[ 0086 ] The doping profile of the second substrate , which 
has seen an anneal temperature of 900° C . , is nearly flat . It 
appears that the dopant concentration close to the tunnel 
oxide is somewhat higher , but the variation is less than a 
factor of 2 . Careful review further demonstrates that the 
dopant concentration at the locations where dopant sublay 
ers were deposited is still slightly higher than in the neigh 
bouring silicon sublayers . 
[ 0087 ] Table 1 includes data from subsequent experi 
ments . Herein , a comparison was made between boron 
doped polysilicon layers that were deposited either by 
continuously doping or by the alternating provision of 
polysilicon sublayers and boron sublayers . The continuous 
doping was applied by adding the diborane precursor 
( B2H6 ) in a concentration of 3 % to the silane precursor . 
Furthermore , the experiment was repeated with different 
spacing between individual substrates , more precisely 2 , 4 
and 8 mm . The table indicates the average sheet resistance 
Rs , av ( in Q / square ) and the standard deviation ( SD ) , in 
22 / square , after anneal . This resistance was measured with a 
four - point probe for 7x7 points on a single substrate . 

layer . The concentration of boron doping is herein suffi 
ciently high , in accordance what is widely known as highly 
doped silicon with a sufficiently low resistance to be useful 
as an electrically conductive material . This is a doping 
concentration clearly above the low doping levels that are 
typically applied in bulk substrate . The multilayer stack 
comprises a plurality of first and second sublayers , for 
instance a stack of 5 - 50 sublayers of each . The first sublayers 
have a larger thickness than the second sublayers , but are 
still of limited thickness , suitably less than 50 nm and 
preferably even less than 10 nm . The resulting layer stack , 
which may upon annealing is transformed into a single 
doped polysilicon layer , allows a uniform doping without 
risk of significant migration of the dopant , i . e . boron into 
underlying tunnel dielectric , thereby significantly improving 
passivation of the underlaying substrate . The doped poly 
silicon layer stack , also referred to as a multilayer stack , and 
the resulting doped polysilicon layer in which sublayers 
still may be distinguished — is for instance suitable for use as 
an emitter contact or an emitter spreading layer in a solar 
cell . However , alternative application is not excluded . 
[ 0090 ] In one suitable embodiment , the multilayer stack is 
deposited in an LPCVD apparatus in which the substrates 
are spaced less than 8 mm , preferably less than 5 mm , more 
preferably less than 3 mm . This allows significant through 
put enhancement of the LPCVD apparatus , while the doping 
characteristics of the layer are significantly enhanced . More 
over the use of the LPCVD apparatus applying a multilayer 
stack also allows to thermally grow a tunnel dielectric prior 
in the same LPCVD deposition apparatus prior to depositing 
the multilayer stack . This allows very good thickness control 
of the tunnel dielectric , which is required to allow good 
operation of the solar cell in which hole currents through the 
tunnel dielectric are required . 
[ 0091 ] According to a first aspect , the invention relates to 
a method of a manufacturing a solar cell , comprising the 
steps of : ( 1 ) providing a semiconductor substrate with a first 
and a second side , which first side is intended as main side 
for receiving light ; ( 2 ) providing a tunnel dielectric on at 
least one side of the substrate , ( 3 ) providing a layer of doped 
polysilicon onto the substrate , separated from the substrate 
by the tunnel dielectric , and ( 4 ) further processing of the 
substrate into a solar cell . Herein the provision of the doped 
polysilicon layer comprises depositing , by means of Low 
Pressure Chemical Vapour Deposition ( LPCVD ) , a multi 
layer stack of first sub - layers and second dopant sub - layers 
in alternation , and subsequent annealing of the multilayer 
stack into the doped polysilicon layer , which first sublayers 
predominantly contain silicon and which second dopant 
sublayers contain boron . 
[ 0092 ] According to a second aspect that can be combined 
with the preceding aspect , the multilayer stack comprises 
2 - 200 , preferably 5 - 100 dopant sub - layers . 
[ 0093 ] According to a third aspect that can be combined 
with any of the preceding aspects , the alternating deposition 
of first and second sublayers occurs within a single reaction 
chamber through variation of injection of precursor gases 
into the reaction chamber . 
[ 0094 ] In a preferred embodiment of the third aspect , 
silicon precursor gas is introduced into the reaction chamber 
in first periods and dopant precursor gas is introduced in 
second periods , wherein the second periods are shorter than 
the first periods , preferably at most 10 % of the first periods . 

8 mm spacing 4 mm spacing 2 mm spacing 

Rs . av SDR av SD Rx . av 
143 
132 

SD 
22 Comparison 

Invention Invention 
200 
124 124 9 

50 
7 . 1 7 . 1 

3 21 
119 119 

144 
3 . 7 3 . 7 132 

[ 0088 ] It is apparent from these data that the average sheet 
resistance is clearly lower in the invention than in the prior 
art . This is an immediate advantage . Moreover , and even 
more importantly , the standard deviation is significantly 
reduced to levels below 10 / square . This is clearly an 
excellent result that shows that the method is feasible in the 
industrial production of solar cells . It furthermore turns out 
that the average sheet resistance and the standard deviation 
both decrease further when reducing the spacing between 
the substrates . This is highly surprising , since , in the com 
parative example , the reverse trend is visible : higher sheet 
resistance and higher standard deviation with a decrease in 
spacing . 
[ 0089 ] In summary , the invention provides a new process 
for deposition of a doped polysilicon layer . In accordance 
with the invention , the doped polysilicon layer is formed by 
deposition of a multilayer stack of first sublayers of silicon 
and second sublayers of dopant in alternation , and subse 
quent annealing . This is particularly suitably for the forma 
tion of a p - type doped , particularly boron - doped polysilicon 
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[ 0095 ] In a further embodiment thereof , the introduction 
of silicon precursor gas is discontinued during the second 
periods , and wherein the reaction chamber is emptied , at 
least substantially from silicon precursor gas prior to the 
introduction of dopant precursor gas . 
10096 ] In fourth aspect that can be combined with any of 
the preceding aspects , a single deposition process is carried 
out for a batch of semiconductor substrates , wherein adja 
cent semiconductor substrates are arranged at a spacing of at 
most 8 mm , more preferably at most 5 mm . 
[ 0097 ] In a fifth aspect that can be combined with any of 
the preceding aspects , the deposition of the first and the 
second sublayers occurs at a temperature in the range of 
500 - 700° C . , preferably 550 - 600° C . In a preferred imple 
mentation thereof , the deposition occurs at a temperature at 
which the first sub - layers are initially deposited in amor 
phous form and at which formation and growth of crystal 
lites proceeds . 
[ 0098 ] In a sixth aspect that can be combined with any of 
the preceding aspects , the anneal temperature is below 950° 
C . , preferably in the range of 600 - 925° C . , preferably in the 
range of 800 - 925° C . In a preferred implementation thereof , 
the anneal has a duration of less than 1 hour , preferably 
10 - 50 minutes , for instance 15 - 30 minutes . 
[ 0099 ] In a seventh aspect that can be combined with any 
of the preceding aspects , the tunnel dielectric is a thermally 
grown oxide , that is grown in the same reaction chamber 
wherein the multilayer stack of the doped polysilicon is 
deposited . 
[ 0100 ] In an eighth aspect , which can be combined with 
any of the first six aspects , the tunnel dielectric is grown 
prior to entering the LPCVD apparatus . For instance , the 
tunnel dielectric is Alox made in an Atomic Layer Depo 
sition apparatus . 
[ 0101 ] In a ninth aspect that can be combined with any 
preceding aspect , the doped polysilicon layer is provided on 
the second side of the substrate . In a first embodiment , an 
electrically conductive region is applied into the substrate 
adjacent to the second side prior to deposition of the tunnel 
dielectric , which electrically conductive region comprises 
dopant of the same polarity as the doped polysilicon layer . 
In an alternative or additional embodiment , a further doped 
polysilicon layer is provided onto the second side of the 
substrate prior to deposition of the tunnel dielectric . Suit 
ably , the further doped polysilicon layer is deposited by 
alternate deposition of first layers and second layers , which 
first layers predominantly contain silicon and which second 
layers contain dopant . Preferably , the further doped poly 
silicon layer , the tunnel dielectric and the doped silicon layer 
are all deposited in a single reaction chamber . 
[ 0102 ] In a tenth aspect that can be combined with any of 
the preceding aspects , the tunnel dielectric and the doped 
silicon layer is provided on the first side of the substrate , as 
an emitter contact . In one implementation , the method 
comprises the steps of ( 1 ) providing a passivation , at least on 
the first side ; ( 2 ) locally opening the passivation at least on 
the first side ; ( 3 ) applying the tunnel dielectric ; ( 4 ) providing 
the doped polysilicon layer ; ( 5 ) applying a masking layer in 
accordance with a predefined pattern ; ( 6 ) etching away the 
doped polysilicon layer that is not masked . Preferably , the 
masking layer is applied by local deposition of a metallic 
contact , for instance by printing metal paste . 
[ 0103 ] In an eleventh aspect that can be combined with 
any of the preceding aspects , a further treatment onto the 

substrate or the polysilicon layer is carried out between the 
deposition of the multilayer stack and the anneal . Suitably , 
the further treatment comprises selectively introducing sec 
ond dopant into the multilayer stack , which second dopant 
has a polarity opposite to that of the first dopant of the 
second sublayers , wherein the second dopant is introduced 
into the multilayer stack in a dopant concentration so as to 
at least compensate , in a first region , the first dopant . 
Preferably , the further treatment comprises selectively 
removing the multilayer stack . In one further implementa 
tion , the further treatment further comprises generating 
conductive regions into the substrate that is exposed due to 
the selective removal of the multilayer stack . 
[ 0104 ] In a twelfth aspect , the invention relates to a solar 
cell obtainable with the method according any of the pre 
ceding aspects . 
[ 0105 ] In a thirteenth aspect , the invention relates to a 
solar cell , comprising a semiconductor substrate provided 
with a first side and a second side , which first side is 
intended as main side for receiving light , wherein the 
substrate is on at least one side provided with a boron doped 
polysilicon layer that is separated from the substrate through 
a tunnel dielectric , wherein the doped polysilicon layer 
comprises a doping profile with a series of doping peaks , 
corresponding to a location of second dopant sublayers 
deposited between first silicon sublayers . 
[ 0106 ] In a fourteenth aspect , which can be combined with 
the preceding two aspects , the doping profile has a local 
minimum within a first silicon sublayer sandwiched between 
two adjacent second boron sublayers , wherein the ratio of 
doping concentration in the doping peak and the local 
minimum is at most 100 , preferably at most 10 . 
[ 0107 ] In a fifteenth aspect , which can be combined with 
any of the preceding three aspects , the doped polysilicon 
layer is patterned and electrically isolated in lateral direc 
tions . 
[ 0108 ] In a sixteenth aspect , which can be combined with 
any of the preceding four aspects , the doped polysilicon 
layer has a thickness of at most 600 nm , for instance in the 
range of 10 - 500 nm , preferably in the range of 50 - 300 nm . 
[ 0109 ] In a seventeenth aspect , which can be combined 
with any of the preceding five aspects , the number of first 
silicon sublayers is at least two and the number of second 
boron sublayers is at least one , wherein more preferably the 
number of first silicon sublayers is at least three and the 
number of second boron sublayers is at least two , wherein 
the second boron sublayers are sandwiched between a pair 
of first silicon sublayers . Preferably , the number of second 
boron sublayers is in the range of 2 - 100 , preferably 5 - 50 . 
[ 0110 ] In an eighteenth aspect , which can be combined 
with any of the preceding six aspects , the thickness of a 
substack of a first silicon sublayer and a second boron 
sublayer is less than 50 nm . Preferably , the thickness of a 
second boron sublayer is at most 3 nm upon deposition , 
preferably at most 1 nm , for instance 0 . 1 - 0 . 5 nm . 
[ 0111 ] In a nineteenth aspect , the invention relates to a 
Low Pressure Chemical vapour deposition ( LPCVD ) appa 
ratus comprising a reaction chamber , means to apply a 
sub - atmospheric pressure in the reaction chamber , a first and 
a second inlet means for introducing precursor gases into the 
chamber , which first inlet means is predefined for a silicon 
precursor gas and which second inlet means is predefined for 
a dopant precursor gas , which inlet means are provided with 
valves for controlling the inlet of said silicon precursor gas 
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and said dopant precursor gas , and a controller configured 
for control of the inlet means , wherein the second inlet 
means comprises a distributor means coupled to a first and 
a second inlet into the reaction chamber , and wherein the 
controller is configured to specify an alternating sequence of 
first periods in which silicon precursor gas enters the reac 
tion chamber and second periods in which dopant precursor 
gas enters the reaction chamber , said sequence of first and 
second periods comprising at least one first period and at 
least one second period and suitably thereafter at least one 
further first period and optionally further second periods and 
first periods . 
[ 0112 ] In a twentieth aspect that can be combined with the 
preceding aspect , the reaction chamber is further provided 
with third inlet means for oxygen gas , and wherein the 
controller is configured for controlling the generation of a 
tunnel oxide . 
[ 0113 ] In a twenty - first aspect that can be combined with 
any of the preceding two aspects , removal means for remov 
ing gases from the reaction chamber are present . 
[ 0114 ] In a twenty - second aspect that can be combined 
with any of the preceding three aspects , the reaction cham 
ber is a reaction chamber of the horizontal type , especially 
suitable for use in solar cell manufacture . 
[ 0115 ] In a twentythird aspect , the invention relates to a 
system of a chemical vapour deposition apparatus of the 
preceding aspects and a waferboat . Preferably , the waferboat 
is configured for arranging individual substrates at a spacing 
of at most 8 mm , more preferably at most 5 mm . 

1 . A method of a manufacturing a solar cell , comprising 
the steps of : 

Providing a semiconductor substrate with a first and a 
second side , which first side is intended as main side for 
receiving light ; 

providing a tunnel dielectric on at least one side of the 
substrate , 

providing a layer of doped polysilicon onto the substrate , 
separated from the substrate by the tunnel dielectric , 
and 

further processing of the substrate into a solar cell 
wherein the provision of the doped polysilicon layer com 
prises depositing , by means of Low Pressure Chemical 
Vapour Deposition ( LPCVD ) , a multilayer stack of first 
sub - layers and second dopant sub - layers in alternation , and 
subsequent annealing of the multilayer stack into the doped 
polysilicon layer , which first sublayers predominantly con 
tain silicon and which second dopant sublayers contain 
boron . 

2 . The method as claimed in claim 1 , wherein the multi 
layer stack comprises 2 - 200 , preferably 5 - 100 dopant sub 
layers . 

3 . The method as claimed in claim 1 , wherein the alter 
nating deposition of first and second sublayers occurs within 
a single reaction chamber through variation of injection of 
precursor gases into the reaction chamber . 

4 . The method as claimed in claim 3 , wherein silicon 
precursor gas is introduced into the reaction chamber in first 
periods and dopant precursor gas is introduced in second 
periods , wherein the second periods are shorter than the first 
periods , preferably at most 10 % of the first periods , wherein 
the introduction of silicon precursor gas is preferably dis 
continued during the second periods , and wherein the reac 

tion chamber is preferably emptied , at least substantially 
from silicon precursor gas prior to the introduction of dopant 
precursor gas . 

5 . The method as claimed in claim 1 , wherein a single 
deposition process is carried out for a batch of semiconduc 
tor substrates , wherein adjacent semiconductor substrates 
are arranged at a spacing of at most 8 mm , more preferably 
at most 5 mm . 

6 . The method as claimed in claim 1 , wherein the tunnel 
dielectric is a thermally grown oxide that is grown in the 
same reaction chamber wherein the multilayer stack of the 
doped polysilicon is deposited . 

7 . The method as claimed in claim 1 , wherein the doped 
polysilicon layer is provided on the second side of the 
substrate . 

8 . The method as claimed in claim 7 , wherein an electri 
cally conductive region is applied into the substrate adjacent 
to the second side prior to deposition of the tunnel dielectric , 
which electrically conductive region comprises dopant of 
the same polarity as the doped polysilicon layer . 

9 . The method as claimed in claim 1 , wherein a further 
treatment onto the substrate or the polysilicon layer is 
carried out between the deposition of the multilayer stack 
and the anneal , wherein the further treatment for instance 
comprises selectively introducing second dopant into the 
multilayer stack , which second dopant has a polarity oppo 
site to that of the first dopant of the second sublayers , 
wherein the second dopant is introduced into the multilayer 
stack in a dopant concentration so as to at least compensate , 
in a first region , the first dopant . 

10 . A solar cell obtainable with the method according to 
claim 1 . 

11 . A solar cell as claimed in claim 10 , comprising a 
semiconductor substrate provided with a first side and a 
second side , which first side is intended as main side for 
receiving light , wherein the substrate is on at least one side 
provided with a boron doped polysilicon layer that is sepa 
rated from the substrate through a tunnel dielectric , wherein 
the doped polysilicon layer comprises a doping profile with 
a series of doping peaks , corresponding to a location of 
second dopant sublayers deposited between first silicon 
sublayers . 

12 . The solar cell as claimed in claim 11 , wherein the 
doping profile has a local minimum within a first silicon 
sublayer sandwiched between two adjacent second boron 
sublayers , wherein the ratio of doping concentration in the 
doping peak and the local minimum is at most 100 , prefer 
ably at most 10 . 

13 . The solar cell as claimed in claim 11 , wherein the 
doped polysilicon layer has a thickness of at most 600 nm , 
for instance in the range of 10 - 500 nm , preferably in the 
range of 50 - 300 nm . 

14 . The solar cell as claimed in claim 11 , wherein the 
number of first silicon sublayers is at least two and the 
number of second boron sublayers is at least one , wherein 
more preferably the number of first silicon sublayers is at 
least three and the number of second boron sublayers is at 
least two , wherein the second boron sublayers are sand 
wiched between a pair of first silicon sublayers , and wherein 
the number of second boron sublayers is for instance in the 
range of 2 - 100 , preferably 5 - 50 . 

15 . The solar cell as claimed in claim 11 , wherein the 
thickness of a substack of a first silicon sublayer and a 
second boron sublayer is less than 50 nm , and wherein the 
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thickness of a second boron sublayer is preferably at most 3 
nm upon deposition , preferably at most 1 nm , for instance 
0 . 1 - 0 . 5 nm . 

* * * * * 
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